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In this paper, the nonlinear refractive index of colloidal gold nanoparticles under continuous wave illumination is investi-
gated with the z-scan technique. Gold nanoparticles were synthesized using ascorbic acid as reductant, phosphates as sta-
bilizer and cetyltrimethylammonium chloride (CTAC) as surfactant agent. The nanoparticle size was controlled with the
CTAC concentration. Experiments changing incident power and sample concentration were done. The experimental
z-scan results were fitted with three models: thermal lens, aberrant thermal lens and the nonlocal model. It is shown that
the nonlocal model reproduces with exceptionally good agreement; the obtained experimental behaviour.

Keywords: nonlocal nonlinear response; z-scan; gold nanoparticles

1. Introduction

Considerable attention has recently been given to nonlin-
ear optical properties of nanosized metal particles
because of their strong and size-dependent plasmon reso-
nance absorption [1]. Metal nanoparticles are of special
interest to optics as nonlinear materials due to their large
third-order nonlinearity (χ3) and ultrafast response time
[2]. The enhanced optical nonlinearity in metal nanopar-
ticles was known to stem from the high amplification of
local electric field near to the metal particles at the sur-
face plasmon resonance (SPR) frequency [3], the nonlin-
ear optical response has been attributed to electronic and
thermo-optical effects. Several works have reported z-
scan curves of samples of metal nanoparticles, and these
results have been fitted using different models. For
example, in [4], samples of gold nanoparticles were fitted
with the Sheik-Bahae model [5], [6]; in [7], samples of
silver nanoparticle colloids were fitted with the thermal
lens model [8], [18]; in [9], samples of silver nanoparti-
cles were fitted with the aberrant lens model [10]; sam-
ples of copper nanoparticles were fitted using the
numerical solution of an integral equation (Equation (12)
in Ref. [11]). Although such models provide, for particu-
lar cases, good fitting to the experimental results they do
not fit for the general case, because as was proved in ref-
erence [12], models based in parabolic approximations

are not adequate, in this reference, a comparison between
different models was presented and a z-scan general the-
ory considering only the local case was proposed.

A phenomenological model that takes into account the
nonlocal character of the nonlinear optical response of a
thin media illuminated with a Gaussian beam in the z-scan
technique was proposed in reference [13]. In this model,
the nonlocal feature of the nonlinear response is consid-
ered as a parameter m, which modifies the transverse spa-
tial extension of the photoinduced phase change of the
light beam at the output face of the nonlinear sample [14].
With this model, it was possible to reproduce qualitatively
experimental results reported for gold nanoparticles in
cyclohexanone, under CW radiation at 532 nm, and large
magnitude of the on-axis nonlinear phase change [13].

In this work, it is investigated, the nonlocal nonlinear
optical response of colloidal gold nanoparticles synthe-
sized by ascorbic acid reduction using cetyltrimethylam-
monium chloride (CTAC), as surfactant agent, which
allows a control of nanoparticles size. z-scan curves are
obtained for different concentrations of CTAC and the
experimental data are fitted with three models; thermal
lens [8], [15], aberrant thermal lens [10], [15] and the
general nonlocal model proposed in reference [13]. It is
shown that the nonlocal model provides a better fitting
to the experimental results.
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2. Nanoparticles synthesis

The synthesis of gold nanoparticles was carried out using
ascorbic acid as reductant, phosphates as stabilizer and
CTAC as surfactant agent. High-purity water with a
resistivity of 18 MΩcm was used in all the experiments.
Stock solutions of ascorbic acid (2 mM), tribasic phos-
phate (1 mM), HAuCl4 (1 mM) and CTAC (1 mM) were
prepared in 50 ml aqueous solution. The stock solutions
were used few days after their preparation to obtain the
samples. The phosphate solutions (1 ml) were first mixed
with 1 ml of gold salts and stirred for 15 min. CTAC
with concentrations of: 100 μl (sample A), 200 μl (sam-
ple B), 400 μl (sample C), 600 μl (sample D), 800 μl
(sample E) and 1000 μl (sample F) were subsequently
added and stirred for 15 min, finally 600 μl of ascorbic
acid solution was added in order to develop stable nano-
particle solutions in few seconds.

UV–vis spectra of synthesized nanoparticle solutions
were obtained with a Thermo spectrophotometer (Evolu-
tion 600). As reported in [16], the simultaneous mixing
of the tetrachloroauric acid and ascorbic acid solutions
results in a fast formation of stable gold nanoparticle
solutions. The addition of CTAC slows the reaction
velocity which allows to control the nanoparticles size. In
Figure 1, the UV–vis absorption spectra of samples
obtained with different concentrations of CTAC are
shown. As the concentration of CTAC is increased the
SPR band is shifted to shorter wavelengths, a region
which is associated to a decrease in the particle size. At
lower concentrations (samples A, B and C), the SPR
band is broad due to the formation of polydisperse parti-
cles [17], see Figure 2(a). When the quantity of CTAC is
increased (samples D, E and F), the SPR band becomes
narrower which is a characteristic of monodisperse

particles, see Figure 2(b). The results show that this sur-
factant (CTAC) limits the agglomeration of particles and
then controls the particle size. The explanation of this
effect is the role that CTAC plays in the passivation of
formed gold nanoparticles. High CTAC concentration
allows the stabilization of smaller particles while for low
concentration, the coverage is incomplete and a coarsen-
ing process leads to aggregation of large entities. The
nanoparticle sizes of the different samples were obtained
from SEM images, see Table 1.

3. Nonlocal model

Remarkable differences in the far-field intensity patterns
and the z-scan curves can be obtained in thin nonlinear
media, illuminated by a Gaussian beam, depending on
its degree of nonlocality. When the photoinduced refrac-
tive index change profile is bigger or smaller than the
incident intensity profile, the nonlinear medium is
regarded as nonlocal. The model, established in [13],
considers a Gaussian beam of wavelength λ, with field
amplitude E(r, z), propagating in the z-direction. This
beam illuminates a thin nonlinear sample set at z dis-
tance from the waist. The output field Eout after the thin
medium is given by;

Eout ¼ Eðr; zÞ expð�iD/ðrÞÞ; (1)

where Δϕ(r) is the nonlinear phase change, that for a
general nonlocal media is given by [13]:

D/ðrÞ � D/0ðz;mÞ expð�mr2=wðzÞ2Þ; (2)

where

D/0ðz;mÞ ¼
DU0

ð1þ ðz=z0Þ2Þm=2
; (3)

here, ΔΦ0 is the maximum on-axis photoinduced phase
shift of the beam when the nonlinear medium is placed
at z = 0, z0 is the Rayleigh distance of the beam and m
can be any real positive number. The locality or nonlo-
cality of the nonlinear response is implied in the m
parameter. Only for m = 2 (local case) the nonlinear
phase change follows the incident intensity distribution.
In order to obtain the far-field on-axis intensity, the Fou-
rier transform of the output field, Equation (1), was
obtained numerically for a given value of ΔΦ0 and the m
parameter. z-scan curves were obtained with these
on-axis intensity data for different positions of the thin
sample.

4. z-scan experimental results

In this work, the nonlinear optical properties of the col-
loids were investigated with the z-scan technique using
an Argon ion laser beam with a wavelength of 514 nm,
and power up to p = 40 mW. The laser beam was

Figure 1. UV–vis absorption spectra for samples: A (dotted
grey line), B (dotted black line), C (dashed grey line), D
(dashed black line), E (solid grey line) and F (solid black line).
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focused onto the sample by a convergent lens with a
focal length of 3.5 cm, generating a beams waist of
15 μm. The nonlinear medium was confined in a 1 mm
width quartz cell. This cell was mounted on a translation
stage and moved in the on-axis direction around the lens
focus by a computer-controlled servo motor. The trans-
mitted light through on-axis small aperture (1 mm
radius), was measured at far field by a photodetector
located 1 m away of the lens, as a function of the sam-
ple position, to obtain the closed-aperture z-scan. The
experimental open-aperture z-scan curves of this type of
samples did not demonstrate any nonlinear absorption
contribution.

In Figure 3, the experimental results obtained for the
normalized closed-aperture z-scan curves for the sample
with higher concentration of CTAC (F sample) using dif-
ferent incident laser powers: 2.5 mW (*), 8 mW (□),
16 mW (+) and 40 mW (o) are shown. The obtained z-
scan curves were asymmetric, exhibited a negative non-
linear refractive index and the amplitude of the z-scan
curves grew with the incident power. The Δzp−v values
range from 3.0 to 3.3 mm (2.2–2.4 z0), and the ΔTp−v
values range from 0.3 to 4. These z-scan curves are not
typical for a Kerr local media: (zp−v is larger than the
expected value and the largest amplitude of the z-scan
curve did not present some oscillations in the minima
[12].

In Figure 4, the z-scan curves obtained for the differ-
ent samples under the same incident power of 16 mW
are shown. As we can see, the amplitude of the z-scan
curve grows with the concentration of CTAC. The z-scan
curve are asymmetric; the amplitude of the peak is larger
than the valley.

5. Comparison of models

In this section, our experimental results are compared
with different models used to fit experimental results for
similar samples under similar experimental conditions.
Although models exist that consider z-scan curves
obtained for a thin media under particular experimental
conditions can contain contributions from different phys-
ical mechanisms, for example [18], however, such mod-
els were not considered here because we assume that the
nonlinear response exhibited by our samples was of one

Figure 2. SEM image of the gold nanoparticles for sample A (a) and sample F (b).

Table 1. CTAC concentration, absorbance peak position and
nanoparticle size of the different samples.

CTAC
(μl)

Absorbance peak position
(nm)

Nanoparticle size
(nm)

A 100 608 50 ± 15
B 200 604 48 ± 14
C 400 580 41 ± 12
D 600 556 35 ± 11
E 800 549 31 ± 9
F 1000 547 25 ± 7

Figure 3. Experimental z-scan curves for the F sample with
an incident laser power of: 2.5 mW (*), 8 mW (□), 16 mW
(+) and 40 mW (o).
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type. First, we compare with the thermal lens model
where the normalized transmittance of the z-scan is given
by [10]:

T ¼ 1þ 2hTLx
1þ x2

þ h2TL
1þ x2

� ��1

; (4)

where θTL is the fitting parameter (for us) and x = z/z0.
This expression is valid for steady-state conditions.

As a second model to compare our results, we use
the aberrant thermal lens model where the normalized
transmittance of the z-scan is given by [15]:

T ¼ 1þ hA
2
tan�1 2x

3þ x2

� �� �2
þ hA

4
ln

1þ x2

9þ x2

� �� �2
(5)

where θA is the fitting parameter (for us) and x = z/z0.
As in the previous model, this expression is valid for
steady-state conditions. The model of reference [13] does
not allow to obtain an analytic expression for the nor-
malized transmittance. Then, it is possible to show the
calculated curve for a value of the m parameter and for a
given value of the on-axis nonlinear phase shift ΔΦ0. In
this case, we have two fitting parameters.

First, the fitting for the smaller amplitude experimen-
tal curve (2.5 mW of incident power) is presented in Fig-
ure 5. As reference, we present here, the z-scan curve
obtained with the local model (grey line) of Sheik-Bahae
[5], where a ΔΦ0 = −0.2π rad was used. The dashed line
corresponds to the thermal lens model, where a value of
θTL = 0.04π rad was used in Equation (4). The dotted
line corresponds to the aberrant thermal lens model,
where a value of θA = 0.08π rad was used in Equation
(5). The solid black line corresponds to the nonlocal
model [13] with m = 0.4 and ΔΦ0 = −0.18π rad. We can

observe that the models that present remarkable differ-
ences with the experimental results are the local models
of Sheik-Bahae and the aberrant thermal lens model, in
fact, this last model predicts a different position of the
peak and the valley. The thermal lens and the nonlocal
models follow with good correspondence; the experimen-
tal results.

In Figure 6, we show the fittings of the experimental
data for an incident power of 40 mW. For this experi-
mental curve, it was not possible to obtain a good fitting

Figure 4. Experimental z-scan curves for an incident power of
16 mW and samples with different CTAC concentrations: Sam-
ple B (+), Sample C (o), Sample D (×), Sample E (□) and
Sample F (*).

Figure 5. Experimental (o) and calculated z-scan curves for
the F sample with incident power of 2.5 mW. Fitting with the:
Sheik-Bahae model (grey line), thermal lens model (dashed
line), aberrant thermal lens model (dotted line) and the nonlocal
model (black line) of Ref. [13].

Figure 6. Experimental (o) and calculated z-scan curves for
the F sample with an incident power of 40 mW. Fitting with:
thermal lens model (dashed line) with θTL = −0.5π rad; aberrant
thermal lens model (dotted line) with θA = −0.9π rad and non-
local model (black solid line) of reference [13] with m = 0.4
and 2.9π rad.
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with the local model of Sheik-Bahae. The dashed line
corresponds to the thermal lens model, with θTL = 0.5π
rad. The dotted line corresponds to the aberrant thermal
lens model, with θA = 0.9π rad. The solid line corre-
sponds to the nonlocal model, with m = 0.4 and
ΔΦ0 = −2.9π rad. We can observe that the aberrant ther-
mal lens model gave the major differences with the
experimental data. The thermal lens model and the non-
local model follow with good correspondence; the exper-
imental curve. However, only in the nonlocal model, the
increasing of the fitting parameter (ΔΦ0) was in the same
rate as the incident power. In Figure 7, we show the fit-
ting of the experimental results, for the rest of the pow-
ers, with the nonlocal model.

In Figure 8, we show the fitting with the nonlocal
model of the experimental z-scan curves obtained with
an incident power of 16 mW for samples with different
concentrations of CTAC. The nonlocal z-scan curves
were numerically calculated with m = 0.4 and ΔΦ0 of:
−0.3π rad for B sample (+), −0.75π rad for C sample
(o), −0.9π rad for D sample (×), −1.1π rad for E sample
(□) and −1.25π rad for F sample (*). As can be seen,
the amplitude of the z-scan curves increases as the con-
centration of CTAC and Δzp−v is almost the same for all
the curves. It is important to note that the numerically
calculated curves not only reproduce the amplitude and
position of the peak and valley of the experimental
curves, they accurately reproduce the transmittance data
far from the beam waist.

The value of the m parameter to fit the experimental
results was 0.4. This means that phase changes, Equation
(2), take the following form:

D/ðrÞ ¼ DU0

½1þ ðz=z0Þ�0:4=2
exp � 2r2

wffiffiffiffiffiffiffiffi
0:4=2

p
� �2

0
BBB@

1
CCCA (6)

This means that the phase change is also Gaussian but
with a radius 2.23 times bigger than that of the incident
beam.

6. Conclusions

We investigated the nonlocality in the nonlinear refrac-
tive index response of colloidal suspensions of gold
nanoparticles. In the synthesis of gold nanoparticles, the
use of the CTAC surfactant agent allows to control the
size of the nanoparticles between 25 and 50 nm, and
consequently the nonlinear optical response. Experimen-
tal closed-aperture z-scan curves under CW illumination
were obtained. The results demonstrate a negative non-
linear refractive index and that the amplitude of the z-
scan curves grows with the CTAC concentration. Differ-
ent models were used to fit the experimental data,
obtaining that the phenomenological nonlocal model of
reference [13] gave the better agreement when the m
parameter was equal to 0.4. This means that the phase
changes extend more than two times the size of the inci-
dent beam.

Funding
This work was partially supported by PROMEP, SEP, México;
A. Balbuena Ortega acknowledges grant receipt of CONACYT,
México.

Figure 7. Experimental (symbol) and numerically calculated
(lines) z-scan curves for the F sample. The black solid lines
were obtained with m = 0.4 and ΔΦ0 of: −0.18π rad for
2.5 mW (*), −0.55π rad for 8 mW (□), −1.25π rad for 16 mW
(+) and −2.9π rad for 40 mW(o).

Figure 8. Experimental (symbol) and numerically calculated
(lines) z-scan curves for an incident power of 16 mW and sam-
ples with different CTAC concentrations. The black solid lines
were obtained with m = 0.4 and ΔΦ0 of: −0.3π rad for B (+),
−0.75π rad for C (o), −0.9π rad for D (×), −1.1π rad for E (□)
and −1.25π rad for F (*) samples.
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