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Abstract. An opportunity to exploit specific mechanisms of the acousto-
optic nonlinearity to regulate performances of the collinear acousto-optical
filter, realizing the sequential spectrum analysis of optical signals, is con-
sidered. This possibility is theoretically analyzed and experimentally con-
firmed with an advanced filter based on calcium molybdate (CaMoO,)
single-crystal with a 15-us time-aperture. It is able to operate over red
and near-infrared light at relatively low radio-wave frequencies providing
almost lossless regime for controlling acoustic waves of the finite ampli-
tude. Under certain conditions, the transmission function of electronically
tunable filter exhibits a marked dependence on the applied acoustic power
density, and as a result, one can significantly squeeze the transmission
function, i.e., improve the spectral resolution of this filter at the cost
of decreasing the efficiency of the device partially. The identified and
observed non-linear effect makes possible varying the performance data
of similar advanced collinear acousto-optical filter governed by external
signals of the finite amplitude. © 2013 Society of Photo-Optical Instrumentation
Engineers (SPIE) [DOI: 10.1117/1.0E.52.6.064001]
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1 Introduction

In 1970s to 1980s, novel optical spectral devices, elec-
tronically tunable acousto-optical filters (AOF) had been
proposed and developed. As the years passed by, the AOFs
have been remarkably progressed, and now they are widely
exploited, for example, in modern astrophysical observa-
tions.? Schematically, the AOF can be separated on col-
linear and non-collinear filters, depending on the relative
directions of passing the waves through crystalline cell
within their geometric arrangements, as well as on sequential
and parallel devices, depending on the algorithms realizing
the spectrum analysis of optical signals. Their features are
characterized by the amplitude and spectral parameters.
Collinear acousto-optical interaction by itself had been ini-
tially predicted and studied in the middle of 1960s by R.W.
Dixon,” and then in the 1970s it has been exploited in various
applications, among which first of all one ought to call the
collinear tunable acousto-optical filters.*® The conventional
analysis of this phenomenon in terms of lossless plane
waves was presented in a number of classical issues.”!”
Practically, the methods of acousto-optics had manifested
themselves as rather effective due to their property of quan-
tum mechanic amplification resulting in the control over
high-energetic photons by low-energetic phonons. The cor-
responding gain is represented by the direct ratio of the
scattered photon frequency to a frequency of the controll-
ing phonon frequency. It allows practical application of a
given acoustic field approximation or the regime of a weak
coupling, when the spatial distribution of acoustic beam is
almost independent on the spatial distribution of light that
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leads to considerable theoretical and practical facilities.
In particular, 100% efficiency of light scattering may be
achieved without any effect on the acoustic beam, so the
above-mentioned control can be repeated a lot of times
with low losses of acoustic energy. Moreover, an essential
difference between velocities of light and ultrasound gives
us an opportunity for applying the quasi-stationary approxi-
mation to the analysis of modern acousto-optical problems.
In the past decades, great progress has been made in acousto-
optics, and now, it is a widely used technique in the field of
data processing.!! Nevertheless, recently the existence of a
new branch in studies and applications of collinear acousto-
optical interaction, which is associated with acousto-optical
nonlinearity, for example, in the form of three-wave coupled
states, has been manifested.'>'? That is why we believe that
it is a worthwhile investment to further develop this line
because the objects being under consideration here are
closely connected with the above-mentioned nonlinearity in
the regime of a weak coupling. With this consideration, we
develop the exact and closed analytical model of the collin-
ear light scattering by continuous acoustic waves of the
finite amplitude in a birefringent lossless material. Similar
approach definitely includes practically important case of the
presence of really small acoustic attenuation in widely used
acousto-optical filters operating in the traveling-wave regime
at relatively low radio-frequency acoustic waves and exploit-
ing such materials as a—quartz or calcium molybdate single
crystals. In doing so, we analyze the peculiarities of the effect
conditioned by the acousto-optical nonlinearity, which leads
to a measurable dependence of the transmission function,
and consequently, the spectral resolution peculiar to this filter
on the applied power density of acoustic waves of the finite
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amplitude in a way allowing, for instance, to improve the
spectral resolution of similar device at the cost of partial
demerit for the filter efficiency.

2 Three-Wave Collinear Interaction with the Phase
Mismatches

A three-wave co-directional collinear interaction with the
mismatched wave numbers in a two-mode lossless medium
is described by a set of three nonlinear partial differ-
ential equations. Here, we consider the regime of a weak
coupling,'>!* when two light modes are scattered by rela-
tively slow wave, being non-optical by its nature, when
essentially effective Bragg scattering of light can be achieved
without any observable influence of the scattering process on
that non-optical wave because the number of interacting pho-
tons is a few orders less than the number of the scattering
quanta injected into a medium. Then, the velocities of light
modes can be approximated by the same value ¢, because
usually the length of crystalline materials does not exceed
20 cm. In this regime, the above-mentioned set of equations
falls into an independent equation for the complex amplitude
U(x, 1) of a slow wave (V is the velocity of this wave) and a
pair of the combined equations for the complex amplitudes
Co(x,1) and C;(x, 1) of the incident (pumping) light wave
and scattered one, respectively,

oUu 10U

40 1
ox * V ot (o
9C, 19C, .

—toa = —q,C,U * exp(2inx) (1b)
aoC; 10C .

a_xl ;a_tl = qoCoU exp(=2inx). (Io)

Here, g, are the constants of interaction and 27 is the
mismatch of wave numbers inherent in the interacting
light waves. Now, we go to the tracking coordinates (x,7 =
t—x/c) and assume that non-optical wave, governed by
Eq. (la) and described by U =u[x(l1-V/c)— V7]
exp(ig), has the constant phase ¢, so that one can convert
Egs. (1b) and (lc) into equations of the second order
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ox?

lou . \ocC
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We put Co; = agi(x, 1) exp[i®q s (x,1)], 791 = 0Pg/0x
and then divide real and imaginary parts in Eq. (2) as
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Equation (4) has the following general solutions
Yo = Enuag? / u‘l(()aa]/dx)dx + o uag;. 5)

where I'( | are the integration constants. The analysis shows
that the collinear light scattering with I'y; # 0 leads to
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appearing optical backgrounds. After further analysis here,
the only regime with I'j; =0 will be considered in a
view of potential application to filter optical beams without
backgrounds.

3 Quasi-Stationary Background-Free
Continuous-Wave Regime

Choosing the simplest case of I'y; = 0 in Eq. (5), one can
study the phenomenon in the continuous-wave regime for
both the incident light and the non-optical wave when
ulx(1-=V/c)—Vz] = Uy is constant. Equations (3) and
(4) are analyzed with the fixed magnitude of the mismatch
n and natural for practice the boundary conditions
ag(x =0,1) =1, (day/0x)(x =0,1) =0, a;(x =0,1) =0,
(da; /ox)(x = 0,t) = qoUy in a half-infinite medium. In so
doing, one yields yo; = +n and —y | & 2577, = n*. Thus,
with the parameter goq,U3 = 62, characterizing physical
contributions of both the material properties and the
power density of non-optical wave, Eq. (3) takes the form

2
0 aO,l
ox?

+ ((72 + 7’]2)(,1(),1 = O (6)

To construct the solution, which can be easily used in
practically important cases of significant phase mismatches,
we use the conservation law goa3 + g a3 = gy—const, result-
ing from Eq. (1b) and (1¢). Combining Eq. (6) for a, and a;,
one can obtain a pair of the following equations:

a(a(z).l)
ox

=24/d} (q51q0 — a3 )(c® + %), )

whose solutions with arbitrary integration constants 6 ; are
given by

aj, = 451490 5i0%0p 1 + G(x)] (8a)

G(x) = x\/o? + 1% (8b)

Using the above-noted boundary conditions, one arrives

at
6, = arcsin [0‘1 \/ o+ 712} (9a)
0, =0, (9b)

so that the stationary intensities of the pumping and scattered
light waves can be expressed as

2 2
n O
|Co(x)?> = g + e cos?[G(x)] (102)
2
P =2_°% _n2[G(x). (10b)
|Cy (x)] e [G(x)]

These solutions include contributions of two types. The
first summand in the intensity |Cy|? represents a background
determined by the mismatch #; the second one gives the
oscillations imposed on that background. The scattered
light wave contains only oscillations without a background
due to the above-chosen restriction I'y; = 0.
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4 Resolution of CaMoO, Collinear Filter with the
Finite Amplitude Shear Acoustic Wave Signal

4.1 Traditional Approach to the Frequency
Resolution

It is well known that the spectral resolution 64 and the fre-
quency resolution §f of collinear acousto-optical filters are
usually estimated as |5A| = (1/f)8f and 6f = V /L, where
fo and V are the carrier frequency and velocity of acoustic
wave; L is the longitudinal aperture of filter, i.e., the length of
acousto-optical interaction. It is obviously seen that these
formulas do not include potential influence of the initial
acoustic power density on the resolution.

At first, let us consider Egs. (8b) and (10b) for the lossless
medium in the case of infinitely small signals, i.e., with
o — 0. In so doing, one can estimate G(x) = nx, G(0) =0,
and write

(a2
€1 ‘( . ) T an

where the distance x can be considered as a parameter.
Historically, estimating the resolution is connected with
the well-known Rayleigh criterion, which predicts in fact
separating a pair of the neighboring (sin u/u)?*—shaped dis-
tributions at the intensity level of v &~ 0.4055. This is exactly
the case of Eq. (11), and one has to resolve the transcendent
algebraic equation sin(x) = v'/%(x) ~ 0.6368(yx). The
first (both positive and negative) solution to this algebraic
equations is #(4yx = £x/2. This gives us the bandwidth
from n_yx = —x/2 to nyx = +x/2, i.e., to the full band-
width at the intensity level: v~ 0.4055 Anx =n_yx+
Nx = | = /2| + | + z/2| = n. Together with this a one-
side mismatch » had been previously [see Eq. (1b) and (1¢)]
determined as n = AK/2 = z6f/V, so that in the more
detailed form 54y = 76f(1)/V (where 6f () are the corre-
sponding one-side frequency deviations) and consequently,
the total deviation of the mismatch is given by Ap =
Ny + 1y = 7(8f (<) +6f())/V = #df/V.  Combining
the expressions, which includes Az, one arrives at the
above-noted formula 6f = V /x, where one can undoubtedly
put x = L. Thus, one can see that full width of the main lobe
inherent in a (sin u/u)?>—shaped distribution at the intensity
level v =~ 0.4055 gives the “standard” determination of the
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frequency resolution in acousto-optics, which is conditioned
by the limit 6 — 0.

4.2 Frequency Resolution for Signals of Finite
Amplitude in a Lossless Medium

Now, let us consider Egs. (8b) and (10b) in the lossless case
with signals of the finite amplitude when o # 0. Because of

G(x) = xy/6? +n* and G(0) = 0, one can write

IC,)2 = <%> %sinz[ (o%)? + (nx)z]. (12)

To estimate the frequency resolution at the above-noted
intensity level v =~ 0.4055 Eq. (12) has to be normalized as

sin? [ (0x)? + (nx)2]

sin?(ox)

cp { (ox)? } |
ICi(n=0)]"  [(ox)* + (nx)?
(13)

The 3-D plots inherent in these distributions are presented
in Fig. 1 for the scattered light intensity |C, (x)|? in absolute
units, see Eq. (12), and for the normalized intensity from
Eq. (13) in practically reasonable approximation g,/q; ~ 1.
Figure 1(a) gets the interval 0 < ox < 37 and illustrates a
regular structure in absolute units, which exhibits reaching
a sequence of unit-valued maxima along the line nx =0
with a dimensionless period ox = z. Figure 1(b) reflects
the normalized distribution on the smaller interval 0 < ox <
« and includes the level v = 0.4055-plane for estimating the
width in terms of a one-side dimensionless mismatch #x.

A set of 2-D plots for the scattered light intensity
|C,(0x), (nx)|* is presented in Fig. 2 in the absolute form
for the range of products 1.0 < ox < z in the same approxi-
mation ¢y/q, ~ 1. These 2-D plots illustrate in detail the
dynamics of evolving the distributions step-by-step and con-
firm that one can expect narrowing the normalized intensity
profile noted by Eq. (13) with x — z from smaller values
as depicted in Fig. 1(b).

With 1.0 < ox < 7, estimations at the above-chosen inten-
sity level v~ 0.4055 give one-side mismatches nx(cx =
1.0) = 1.511, #nx(ox ==x/2) = 1414, nx(ox =2.0) =
1.292, nx(ox =2.5) = 1.059, and 5x(ox = 3.0) = 0.524,
see Fig. 2(b), which lead to the corresponding full

Level
[C1%/IC1m=0)2

Fig. 1 The 3-D plots of the scattered light intensity profile with gq/qg4 =~ 1: (a) for the absolute values on the interval 0 < 6x < 3z and (b) for the

normalized distribution on the interval 0 < 6x < z.
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IC11%IC1(n=0)

-3 -2 -1 0 1 2 3 -3 -2 -1 0 1 2 3
Dimensionless mismatch nx Dimensionless mismatch nx

(@) (b)

Fig. 2 The 2-D plots |C;[(sx), (yx)]|? for the products 1.0 <ox <
with go/q4 ~ 1: (a) for the absolute values and (b) after normalization
by the zero magnitudes.

bandwidths Anx(ox) = 2nx(ox). These numbers should be
compared with the previously obtained a one-side mismatch
estimation nx(ox - 0) = z/2 ~ 1.5708 and the full band-
width Anx(ox — 0) = x, corresponding to a relatively low
efficiency of light scattering in the regime of a given incident
optical field approximation. One can see from these estima-
tions and Fig. 2 that the contribution from acoustic wave of
the finite amplitude narrows the profiles, and the most effi-
cient regime, providing theoretically 100% efficiency of light
scattering, can be achieved with ox = z/2, see Fig. 2(a),
when the profile width will be about 10% better than in
the case of a low-power non-optical wave. Growing the prod-
uct ox makes it possible to narrow profile for more, but at the
cost of decreasing the efficiency significantly, see Fig. 3.
Nevertheless, a desirable balance between the contour
width and efficiency can be found here, for instance, in
vicinity of ox = 2.0, if the case requires.

Figure 4 represents a 2-D contour plot for the normalized
light intensity on the plane [(ox), (x)]. The contour lies on
the interval 0 < ox < 7 and demonstrates the tendency of

o~ X
S: 15
Yo X
z2125 T~
(7]
%.E 1 N
EE IC41? AN
= 5 075
S0 / \
c
os 05
52 / N
E-g 0.25 ‘
i o
£5 0 05 1 15 2 25 3

Dimensionless acoustic power density ox

Fig. 3 The light intensity |C;(x)|? and a one-side dimensionless
mismatch nx versus the product ox.

Contour line for

Level |C1|2/|C1(n=0)|2

0.4055

Fig. 4 A 2-D contour for the normalized light intensity on the plane
[(6x), (nx)] on the interval 0 < ox < 7.
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C 2
(Gl 25}1C41%1C4M=0)2

©X=3.7

-4 -2 0 2 4 -2
Dimensionless mismatch nx Dimensionless mismatch nx

(a) (b)

Fig. 5 The 2-D plots for the products 7 < 6x <27 with qo/qy ~ 1:
(a) for the absolute values and (b) after normalization by the zero
magnitudes.

squeezing the normalized light intensity profile with growing
the product ox. As a result, one can see that profile width at
ox — rxis a few times narrower than initial one with 6x — 0,
i.e., squeezing the transmission function is observed.

Another set of 2-D plots for the normalized scattered light
intensity |C;[(ox), (yx)]|*> - |C;(n = 0)]> is presented in
Fig. 5 for the range of products 7 < ox < 2z. This range
of products ox has not been shown in Fig. 1(b). It is clearly
seen from Fig. 5 that the profile width becomes dramatically
gained within this range. The most effective case when
|C1(n = 0)|> = 1is reached at 6x = 37/2, see Fig. 5(a), but
it gives already the profile one-side width 7x(ox = 37/2) ~
2.5 at the level 0.4055, which is definitely wider than the
corresponding profile in the range of products 7 < ox < 27x.

Figure 6 demonstrates the general tendency to repeat
squeezing the profile |C, [(ox), (7x)]|? periodically, although
only the interval 0 < ox < 37 is depicted here. However, the
presented 2-D contour plot shows clearly that each next
period exhibits a wider profile in the vicinity of the points
ox — (#/2) + mr, m=0,1,2,3,... related to maximal
efficiency of light scattering as well as at the points
ox - (m + 1)z of maximal squeezing at this period with
the chosen number m. It should be noted that the dynamics
of profile transformation within each particular period can be
imagined in certain respects by analogy with the plots pre-
sented in Figs. 2 and 5 with obvious corrections, of course,
for scaling along the nx-axis. Thus, Fig. 6 makes it possible
to conclude that increasing the dimensionless product ox as
far as the involved number m growth does not promise any
additional squeezing the profile in comparison with the case
of m =0.

Contour line for
IC17ICn=0)>

Fig.6 A 2-D contour plot for the normalized light intensity on the plane
[(6x), (nx)] on the interval 0 < 6x < 3x.
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5 Efficiency of Collinear Acousto-Optical
Interaction in Calcium Molybdate Single Crystal

Now, let us consider a few practically useful estimations
related to experimental observation of the collinear
acousto-optical interaction with linear acoustic losses in a
birefringent cell made of a calcium molybdate (CaMoQy,)
single crystal. In this particular case, one can observe
only anomalous process of light scattering, so that the param-
eters g are described in Ref. 9 by

|k01‘
4nj,

qo,1 = (20Aée)). (14)

Here, ny; are the refractive indices for the interacting
light waves, |k0 1| =2zng /A, 4 is the light wavelength in
a vacuum, and the last term in brackets, describing the effi-
ciency of interaction, is a subject to find. This term includes
the eigen-orts ¢, ; of polarizations for the incident and scat-
tered light beams as well as the tensor Ae of perturbations of
the dielectric permittivity under action of the acoustic wave
in a medium. To estimate the efficiency of interaction, i.e., to
find the contribution of brackets to Eq. (14), we consider the
acoustic modes with the wave unit-vector /m oriented along
the [100]-axis, so that ky; = m|kq|. In this case, the longi-
tudinal mode gives zero efficiency of interaction due to the
symmetry of CaMoQO,-crystal, while the contribution from
the shear mode with its unit-vector & of the transversal elastic
displacements oriented along the [001]-axis, i.e., with
u=0,0,1], has to be calculated. Thus, one can write the
deformation tensor y and the unperturbed dielectric permit-
tivity tensor ¢ in the main crystallographic axes as

00 1
yzgo(* m+7n-?t):%o 000 (15a)
10 0
e 0 0
e=|0 ¢ 0] (15b)
0 0 e

Here, y, is the amplitude of the shear deformation, while
€9 = n3 and e, = n? are the eigen-values of the unperturbed
dielectric permittivity tensor . Now, the tensor y of the sec-
ond rank with the components y;; (k, = 1,2, 3) can be con-
verted into a 6-dimension vector ¥ = y((0,0,0,0, 1,0) with
the components 7. (u=1,...,6) using the standard pro-
cedure,'* which includes re- notatlng Vu=7ix (0=1.23)
and 7, = 2yy (k # I,y =4,5,6). Now, if one will use the
same procedure!* and take the photo-elastic tensor p of
the fourth rank for a calcium molybdate single crystal in
the form of a 6 X 6 matrix p, first, it will be allowed to con-
struct and calculate the product p7 = y¢(0,0,0, p4s, pas,0),
and then to convert the result back to the form of a standard
tensor (py) of the second rank.

The next step of our analysis is connected with finding the
dielectric permittivity perturbations tensor Ae, whose com-
ponents can be written as Ag;; = &;,,€,; PV~ In the par-
ticular case of a CaMoQ, crystal whose point symmetry
group is 4/m, one can write:'*1°
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P P2 P30 0 pg
P2 P P30 0 —pys

0 = psi pn p30 0 0
i 0 0 0 pyy pss O
0 0 0-pss pu O

Psi —Pst 0 O 0 pes
0.17 -0.15 -0.080 0 0.03

-0.15 0.17 -0.080 0 -0.03
0.10 0.10 008 0 O 0
— . (16)
0 0 0 0.06 006 O
0 0 0-0.06 006 O
0.10 -0.10 0 O 0 0.03
The result of calculating has the form
0 0 puy
Ae = Yo€o€e 0 0 Pas |- (17)
Paa Pas 0

Now, we take into account the orts ¢ ; of polarization for
the incident and scattered light waves. When the wave vec-
tors of these light waves are collinear to the wave normal ort
m for the acoustic wave and, of course, to the [100]-axis in
calcium molybdate crystal, the eigen-orts ¢ |, of light polar-
izations should be oriented, as it directly follows from
Eq. (15b), along the [010] and [001] axes, so that one
can take, for example, ¢, = [0,1,0] and ¢, = [0,0, 1] with
ng = n, and n; = n,. As a result, one can obtain the contri-
bution of brackets to Eq. (14) as

égAee; = &, Aeey = yo€o€, Pas- (18)

In doing so, one can find that ¢, = 7(24)7!
NeoYoN5 . Pas- One can see that the difference between g
and ¢, is rather small because ¢,/¢q, = n./n,. Then,
because the amplitude of deformation can be explained as

Yo = \/2P/(pV?), where P is the acoustic power density,
one can finally obtain
x [P (nind pis
=zl 19
40 1 2 ( pvg ( a)
x |P (nin} pﬁs
=25 (Rt ), 19b

It should be noted that the factors taken in brackets in
Eq. (19a) and (19b) represent the figure of acousto-optical
merit peculiar to estimating the efficiency of crystalline
materials in acousto—optics,17 while the refractive indices
are slightly dispersive in behavior, see Table 1.

At this step, we are ready to perform a few numerical
estimations inherent in the collinear interaction under
consideration at the light wavelength of 4 =671 nm in
the CaMoO,-crystalline cell. Taking the material density
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Table 1 Dispersion of the main refractive indices n, and n, in the
calcium molybdate crystal.'®

A(nm) 500 600 700 800 900 1000
Ne 2.0239 19983 1.9843 1.9781 1.9705 1.9658
ne 20116 19884 1.9775 19683 1.9634 1.9597

p=434g/cm?, acoustic velocity V=2.95-10° cm/s, pus =
0.06, n, = 1.9889, n, = 19811, and An = 0.0078 at the
chosen light wavelength,'® one can calculate the figure of
acousto-optical merit M, = n3n3p*(pV3)~!, where p is an
effective photo-elastic constant, and p is the crystal density,
as M, ~ 1.977 - 107'3(s*/g) with an accuracy of about 1%.

6 Some Estimations for the Calcium Molybdate
Optical Filter

Together with this, one can estimate the potential contribu-
tions of the acoustic losses. The coefficient of linear attenu-
ation for the chosen shear acoustic wave passing along
the [100]-axis is I' = 60(dB/cm GHz?) in a calcium molyb-
date single crystal.'® The factor a of the amplitude acoustic
losses measured in cm™! can be expressed via the standard
relation: a(cm™') = 0.1152 - I'(dB/cm GHz?) - f?(GHz).
The carrier frequency f, peculiar to the collinear acousto-
optical interaction in calcium molybdate at the above-
mentioned light wavelength 671 nm, can be calculated as
fo=An-V/1i=373 MHz, so that one can estimate the
amplitude factor of acoustic losses by y = I'(dB /cm GHz?) -
f3(GHz) ~ 0.08334(dB/cm) and a = 0.00962 cm~!. Due
to the smallness of the factors y and a, one can neglect
the effect of acoustic attenuation and consider this case
like practically lossless one.

The angular divergence of acoustic beam in a calcium
molybdate collinear cell at the frequency f = 37.3 MHz
can be estimated as well. Practically, a reliable spatial size
of the initial acoustic beam aperture that we will consider
is close to d~0.2 cm. Thus, one can estimate A =
V/f=791-103cm, and ¢ = A/d~3.955- 1072 rad~
2.267 deg, and conclude that the angular divergence of
acoustic beam can be also omitted. The full mismatch Ay
is connected with the frequency resolution §f. Due to the
above-mentioned expression Ay = z§f/V, one can find
6f = (An-x)V/(=L).

At this step, we are ready to perform a few practical
numerical estimations inherent in the collinear interaction
at the light wavelength of 1 = 671 nm in the CaMoO,-crys-
talline cell with M, ~ 1.977 - 1073(s%/g) and L = 4.4 cm.
The periodicity of collapsing the resolution (see Fig. 7) is
characterized by simple formula ¢,,L = mxn, so that for a
pair of the first periods with m = 1,2 one has 6y = /L =
0.714 cm™' and 6, = 22/L ~ 1.428 cm™.

Using the standard determination introduced above, one
can write

n [P
0 =Uovaoq1 7\ 5M> (20a)
22262
N ——. 20b
2, (20b)
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Fig. 7 Acoustic power density P vs. the parameters at 1 = 671 nmin
the above-chosen collinear CaMoQ,-crystalline cell.

Consequently, Eq. (20b) gives P[W/mm?|~ 0.457 -
(6lem™'])?, so that P, ~0.233[W/mm’] for o, and
P, ~0.932[W/mm?] for o,, see Fig. 7. One can see that
reaching the second point of collapsing the resolution
needs four-times higher acoustic power density in compari-
son with the first point and looks rather conjectural from the
viewpoint of requirements to electric strength inherent in the
available piezoelectric transducer. Then, the above presented
theoretical 2-D contour plot had shown that each next
period exhibits a wider profile in the vicinity of the points
ox — (z/2) + mx, m=0,1,2,3,... related to maximal
efficiency of light scattering at this period. This is why
we have restricted ourselves by reaching the first point of
collapsing the resolution in the experiments.

7 Scheme for the Experiments with a Calcium
Molybdate Cell

To realize the process of filtering experimentally, we use
schematic shown in Fig. 8. It consists of a continuous-
wave laser, a CaMoQ,-crystalline acousto-optical cell with
a pair of the Glan-Thompson crystalline polarizers (with
the extinction ratio 10° each) whose combined layout is pre-
sented in details in Fig. 9, a silicon photo-detector, and a set
of electronic equipment for both generating and registering
the corresponding electric ultra-high-frequency (UHF) radio-
wave signals. Initially, the tunable UHF-signal is applied to
the electronic input port of the collinear acousto-optical cell
through a wide-band UHF-amplifier HD18858 (10-1000
MHz, 8 W), see Figs. 8 and 9, and to the input of an oscillo-
scope (or computer) as the etalon signal, see Fig. 8.

A two-mode co-propagating collinear CaMoQO, crystal-
line cell was characterized by a crystal length L = 4.4 cm
along the [100]-axis, an acoustic velocity V =2.95 .
10° cm/s for the shear elastic mode whose displacement
vector is oriented along the [001]-axis. The continuous-
wave beam at a dark-red light wavelength of 1 = 671 nm
(the output optical power ~40 mW) had been chosen, first,

Collinear ﬂ Photo-

A -
AO-cell N | detector

Source of light

Polarizer 1 /I\ Polarizer 2
UHF Band-pass
amplifier filter

UHF Oscilloscope Spectrum
generator| [or computer analyzer

Fig. 8 Schematic arrangement of the experimental set-up.
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Fig. 9 Scheme of the co-propagating collinear CaMoO,-cell providing the traveling-wave regime of interaction between the pumping light beam

and the continuous-wave lossless acoustic beam.

to minimize the controlling acoustic wave frequency down to
about 35 MHz in a view of realizing as close as possible
“almost lossless” regime for the propagation of acoustic
beam through the CaMoO, crystalline cell, and second, to
just keep the visible range of operation with light beams sim-
plifying the experimental conditions of observations. Thus,
the light beam at 4 = 671 nm with the output optical power
~40 mW was used as an optical pump during the experi-
ments providing the traveling-wave regime of interaction
between the pumping light beam and the acoustic wave.
The first polarizer was precisely aligned in correspondence
with the optical axes of a crystal in a cell. As the optical
pump and the continuous-wave acoustic wave interacted,
already two orthogonally polarized light beams, incident
and signal ones, passed through a cell. The second polarizer
gave us an opportunity to be aligned in correspondence with
the polarization of the signal beam and to extract the output
optical signal, see Fig. 9.

Then, one can restrict oneself by a maximal level
P < 0.5 W/mm? of acoustic power density, which is condi-
tioned by the absolute acoustic power magnitude of about
2 W and the acoustic beam cross section of about 4 mm? in
the chosen collinear acousto-optical cell. Consequently, one
can calculate that 6 <2 cm™'. These estimations demon-
strate that the above-noted limitations on both the needed
acoustic power density P; ~0.233 W/mm? and the param-
eter ; ~0.714 cm™! lie in the frames of accessible value,
while similar parameters P, and o, for the second point
of collapsing the resolution are beyond these frames.

8 Discussion and Conclusive Remarks

The nonlinear dynamics of varying the transition functions
of the optical filter under consideration has been sequentially
followed during our experiments as the acoustic power
density of the finite amplitude grows. A few examples of
the corresponding digitized oscilloscope traces are shown
in Fig. 10.

Now, let us discuss this set of oscilloscope traces for the
scattered light component intensity |C, |*> detected during the
experiments with the collinear CaMoQ, crystalline cell and
estimated at the level 0.4055 conditioned by the Rayleigh
criterion. All these traces can be easily interpreted in
terms of the above-developed theory taking into account
that the first trace in Fig. 10(a) reflects the filter transition
function inherent in almost the regime with infinitely
small amplitude of the controlling acoustic signal due to
the dimensionless value oL = 0.21 is very close to zero.
This value (which is non-zero, in fact) had been taken
as an example to show rather adequately conventional
representation for the transition function width or, what is
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the same, the filter frequency resolution, being close to §f~
V/L = 68.44 kHz, as well as to have a chance for identifying
the output response whose relative intensity is small enough,
i.e., even less then 5%. The second and third traces, peculiar
to 6L = 1.0 and oL =~ z/2 are presented in Fig. 10(b) and
10(c), respectively. From a viewpoint of widely used
acousto-optic approach, they can be considered as a natural
testimony of growing the relative intensity of the output opti-
cal signal up to 0.715 and ~1.0 under action of the increasing
acoustic power density. They both exhibit the optical reso-
lution of more or less the same order, which varies slightly
from the above-mentioned 68.44 kHz to 6f ~ 65.84 kHz and
of =~ 61.45 kHz, respectively. Such a conclusion looks rather
plausible within quasi-linear approximation for the transition
function as well as in the course of possible measurements
in the frequency domain with not enough accuracy. Never-
theless, further increase of the acoustic power density,
depicted by the traces with 6L 2.0 and oL ~2.5 in
Fig. 10(d) and 10(e), is able to demonstrate step-by-step
that the existing specific acousto-optical nonlinearity leads
to squeezing the transition function or to improving the fre-
quency resolution to 6f = 56.24 kHz and 6f ~ 46.14 kHz,
respectively. This process is accompanied by decreasing
the relative intensity of the output optical beam down to
about 0.82 and 0.35 in the so chosen points. Finally, the
last trace, Fig. 10(f), illustrates obviously nonlinear process
of squeezing the transition function or improving the fre-
quency resolution in the vicinity of the first point 6L = &
of a collapse. Namely the value oL ~ 3.0 has been taken
to have an opportunity for revealing the transition function
characterized by 6f ~ 22.86 kHz whose relative intensity
becomes already dramatically small and does not exceed 2%.

Thus, one can conclude that we have revealed nonlinear
squeezing of the transition function inherent in the collinear
acousto-optical interaction under condition of the simplify-
ing approximation of lossless (or low-loss) propagation for
the acoustic waves. This nonlinear effect can be interpreted
also as improving the spectral and frequency resolution pecu-
liar to the collinear acousto-optical filter operated by the con-
trolling acoustic waves of the finite amplitude. Rather
adequate theory of this effect has been developed analyti-
cally and illustrated via the corresponding computer simula-
tions. In particular, a periodicity for the nonlinear squeezing
of the transition function, which includes a set of points as its
collapses originating periodically, has been found and esti-
mated. It has been shown that the first period of similar col-
lapsing exhibits the best relation between the width and
magnitude of the squeezed transition function from the view-
point of practical application. Then, the needed estimations
have been performed for the collinear interaction, which
made it possible to choose a dark-red light laser beam,
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Fig. 10 The digitized oscilloscope traces for the scattered light intensity |C; |> observed at the output of the collinear CaMoOj, cell at the carrier
acoustic frequency of ~37.3 MHz and estimated at the level 0.4055. Reshaping the transmission function is followed at the same optical pump in
variable scales: (a) oL =0.21, P~0.00104[W/mm?]; (b) oL~ 1.0, P~0.0236]W/mm?]; (c) oL~ /2, P~0.0582]W/mm?]; (d) oL ~2.0,
P ~ 0.0944[W/mm?]; (e) oL~ 2.5, P~ 0.148]W/mm?], and (f) oL ~ 3.0, P ~ 0.223[W/mm?].

lying still in the visible range, and a low-frequency acoustic
wave, providing its almost lossless propagation, in a
CaMoO, single crystal. Finally, the results of our experi-
ments illustrating the nonlinear squeezing of the transition
function with lossless propagation of acoustic waves in
the collinear calcium molybdate crystalline cell have been
presented and briefly discussed.
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